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Abstract
Fiber diameter and its distribution are one of the most important parameters related with 
the quality of electrospun web. The diameter of electrospun nanofibres is not uniform and 
the histograms of values are usually distributed differently.Analysis of literature sources  
showed that sometimes the distribution curves are similar to normal (Gaussian) distribu-
tion. Sometimes the distribution shapes are sophisticated and do not resemble  this one. 
The problem arises because it is impossible to compare the average values of different 
measurement distributions, and a method with possibilities to compare the different results 
for  estimation of nanofibre web quality is necessary. Yet, till now no standardized method 
for measurement of the diameter and evaluation of the distribution has been created. In 
this article, various distributions from literature sources and those of nanofibre diameter 
obtained during own experiments were analysed. Values of the nanofibre diameter are de-
scribed by normal (Gaussian) and compound mathematical distributions. It was decided 
that the skew of distribution along with other characteristics can be used as criterion for 
web estimation and the diameter of nanofibres can be described by skewed normal (Gauss-
ian) distribution when the coefficient of skewness is less than 0.5. The possibilities of esti-
mation by compound distribution from a few normal distributions must be checked when 
the coefficient is higher.
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Varying diameter is one of the most com-
mon problems which may be appear in 
a electrospun web, which may be ob-
tained when a jet of polymer is split into 
multiple jets when the solution jet is 
traveling from the Taylor cones to the up-
per collector. Nanofibres sticking on the 
web after reaching the web, not being 
finally dried can be the other reason for 
such a problem.

Geometrical properties of electro-spun 
nanofibres, such as fibre diameter and 
uniformity, diameter distribution, fibre 
orientation and fibre morphology de-
pend on the polymer type, its molecular 
weight, solution properties (conductivity, 
surface tension, viscosity, temperature) 
environmental properties (temperature, 
humidity, pressure) and equipment pa-
rameters (voltage, distance between elec-
trodes and also coating time on basic ma-
terial) [7, 15, 16, 22]. An analysis of vari-
ous works showed that the conclusions of 
different researchers’ studies where the 
influence of the same factor on the struc-
ture of nanofibres is analysed are differ-
ent in some cases. The mismatches of 
the results arise because very often not all 
parameters are described in the articles. 
Probably the mismatches of the results 
occur because of there not being com-
mon methodology for characterisation of 

other researchers distinguished them-
selves in this area too. Geoffrey Ingram 
Taylor modelled the shape of the Taylor 
cone created by a fluid droplet under 
the influence of an electric field (from 
1964 to 1969) [9 - 12]. Nevertheless 
electrospinning became more widely 
used only at the end of the 20th century, 
when the ability to manufacture fibres on 
a nano-scale emerged. 

Nanofibre production has become very 
important for scientists in recent years. 
Various polymers have been successfully 
electrospun into fibres [13]. Polyvinyl 
alcohol (PVA), polyamide (PA), ther-
moplastic polyurethane (TPU), polyu-
rethane (PU), polycaprolactone (PCL), 
Poly(Ethylene Oxide) (PEO), water-
soluble polymers and others are the most 
often used in this process [14-19]. A very 
small diameter, large surface area, and 
small pore size are the important prop-
erties of nano size fibres. Due to these 
characteristics, nanofibres have been 
used in a number of applications, such 
as bio-medicine, tissue engineering, drug 
delivery, bio-sensors, filtration, protec-
tive clothing, reinforcement in compos-
ite materials, microelectronics (battery, 
transistors, super capacitors, sensors, and 
display devices), photonics, and others 
[6, 20, 21]. 

DOI: 10.5604/12303666.1191423

n Introduction
Nanofibres can be prepared by different 
methods including the following: draw-
ing out [1], template synthesis [2], phase 
separation [3], self-assembly [4], melt 
blowing, [5, 6] and electrospinning [7, 
8]. Electrospinning is a versatile, con-
venient and unique process used to pro-
duce continuous and ultra fine fibres with 
a diameter range from a few nanometers 
to over 1 μm [8]. Electrospinning tech-
nology can be divided into needle elec-
trospinning and roller electrospinning.

The history of electrospinning dates back 
to 1900, when John Francis Cooley filed 
the first electrospinning patent, where 
several types of indirectly charged spin-
ning heads were proposed. From lit-
erature sources it is known that a little 
later William James Morton and John 
Zeleny developed it too. Anton Form-
hals made a significant contribution to 
the development of electrospinnin during  
1931 - 1944, and published a series of 
patents on electrospinning theory. After 
Formhal’s stud ies, various research stud-
ies and patents on the electrospinning 
method were recorded. Nikolai Alber-
towich Fuchs, Igor’ Vasil’evich Petry-
anov-Sokolov, Natalya D Rosenblum, 
Sir Geoffrey Ingram Taylor, Reneker and 
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the structure of nanofibres. Quite often 
only the average diameter of nanofibres 
is used for estimation of web quality, 
while the distribution of measurements 
is analysed even more rarely. According 
to changes in the average value, the con-
clusions of various authors are made 
about the influence of the parameters 
on the web structure, which can be one 
of the reasons for controversial results. 
The average diameter is very important 
for estimation of the structure, however 
only the average value cannot be used for 
characterisation of the web.

From various literature sources, it has 
been observed that the diameter of na-
nofibres always distributes differently [5, 
8, 18, 19, 23 - 29], and it is very diffi-
cult to compare the average values when 
the distributions of the diameter are dif-
ferent. Very often the changes in the aver-
age value do not imply the same changes 
in the distribution skew or in the width 
of the distribution. Therefore it is neces-
sary to characterise webs mathematically 
and evaluate the shape of the distribution 
obtained. 

Sometimes the distributions of the diam-
eter are close to the log normal distribu-
tion, and various authors have stated that 
fibre diameter distributions are described 
well by log-normal functions [5, 19, 27, 
28, 30]. However, it is not correct to char-
acterise the diameter of nanofibres by log 
normal distribution because all nanofi-
bres are made simultaneously in the web. 

According to classical theory, usually 
the values of the fibre diameter of vari-
ous textile materials are spread by nor-
mal (Gaussian) distribution [31]. Some 
authors state that the distribution of na-
nofibre diameters could be described ex-
actly as normal distribution [23, 24, 32]. 
The shape of the normal distribution can 
be described as symmetrical, also right 
or left skewed. Skew normal distribution 
is not symmetrical about a central value. 
The data presented in various literature 
show that sometimes it is very difficult 
to comment on the normal and abnormal 
distribution of diameter values. For this 
reason, the use of the skewness coeffi-
cient as one of the criterion for estimation 
of web structure is proposed. 

As was mentioned in previous works [29, 
33 - 35], in reality the histograms of fibre 
diameter are very often far from the nor-
mal distribution. Furthermore the meas-
urements are distributed by very complex 

distributions. The problem arises when it 
is described as a normal one distribution. 
The method of compound distribution for 
estimation of diameter distribution with 
several peaks was proposed in previous 
works [29, 33 - 35].

Analysis of various distributions of na-
nofibre diameter as well as compari-
son and evaluation of the structure of 
the web by mathematical criteria, but 
not the causes of results received, are 
the main goals of the present article. 
The results presented in this paper, along 
with previous ones [29, 33 - 35], allow us 
to evaluate the structure of the web more 
accurately.

n Materials and methods
Some data from literature sources were 
used for analysis of the present work. 
The distribution of nanofibres prepared 
with a combination of poly(D,L-lactide) 
(PDLLA) and poly(ethylene oxide) 
(PEO) and that of the cd-PVA nanofibre 
diameter were chosen for our analysis 
[18, 25]. The diameter distribution of 
poly(succinimide) (PSI) nanofibres, dis-
tribution of keratin/poly(ethylene oxide) 
(PEO) nanofibres and that of polyure-
thane (PU) nanofibres formed by elec-
trospinning and other distributions were 
used for our investigations [23, 24, 36]. 
Some parts of the experiments were car-
ried out in our laboratory. The first exper-
iment was carried out for polyvinyl alco-
hol PVA, where an aqueous PVA solution 
was diluted using distilled water in order 
to get 8% concentration of the solution. 
The distance between elec trodes during 
the experiment was 13 cm and the volt-
age applied was 65 kV. The second ex-
periment was carried out for polyamide 
6 (PA6). A 15% solution of PA6 in 85% 
formic acid was gently stirred at ambient 
temperature for 8 hours. The distance be-
tween electrodes during the experiment 
was 13 cm and the voltage applied was 
70 kV. 

A nonwoven web from PVA and PA6 
nanofibres was formed using electro-
spinning - equipment „NanospiderTM“ 
(Elmarco, Czech Republic), which is 
an electrospinning technique requiring 
the use of a high-voltage electrostatic 
field in order to create an electrically 
charged stream of polymer solution. 
The spinning head in this equipment is 
a rotating roller partially submerged in 
a polymer solution. Taylor cones with 
increasing electrostatic forces are cre-

ated on the surface of this roller. A jet 
of polymer solution is ejected from the 
Taylor cones when electrostatic forces 
overcome the surface tension, and is di-
rected up to the support material, which 
is covered by a layer of nanofibres.

The nanofibres web morphology re-
ceived was analysed by Scanning Elec-
tron Microscopy (SEM) – SEM - FEI 
Quanta 200 (Netherlands). Values of the 
nanofibre diameter were measured from 
SEM images by a LUCIA Image 5.0 pro-
gramme with an accuracy of ± 0.01 nm.
The mathematical statistic parameter, i.e. 
the coefficient of skewness |a|, was used 
in this article for estimation of the web 
[31]. It was calculated using the formula:
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where,x is the average diameter of na-
nofibres, xi the value of the diameter,  
n the number of measurements, and s is 
the standard deviation. 

This coefficient shows the skew of dis-
tribution and characterises the shape 
of the distribution obtained. It is con-
sidered that the distribution of meas-
urements is very symmetric when 
|A| ≤ 0.1, and it is considered that 
the distribution of measurements 
is very asymmetric when |A| ≥ 0.5. 
In this case, it is necessary to check 
the suitability of the normal distribution 
for estimation of the web structure [31].

The method of dividing the compound 
distribution into several normal distribu-
tions is presented in previous works [29, 
33 - 35]. All normal distributions were 
calculated according the empirical values, 
and the compound distribution was cal-
culated by summarising the values of all 
normal distributions. A high correlation 
between empirical and calculated values 
using a compound distribution was es-
tablished in previous investigations [29].

n Results and discusion
There are many studies where empirical 
distributions of electrospun nanofibres 
are analysed, some of which are similar 
to normal (Gaussian) distributions. How-
ever, there are studies with a sophisticated 
distribution of the fibre diameter and types 
of fibres with an unclear distribution. 

The diameter distribution of PSI nanofi-
bres from literature sources is presented 
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However, the authors in [24] state that 
the distribution can be fitted by a Gauss-
ian band. Therefore the statement about 
the normal distribution was checked, and 
the coefficient of skewness |A| = 0.43  
was calculated. The results confirm 
the hypothesis about the skewed normal 
distribution despite the fact that it is not 
simple. Similar results of calculations 
where the diameter of nanofibres can be 
analyzed as a skewed Gaussian distribu-
tion were found in other works too [32, 
37 - 42]. The coefficient of skewness 
which we calculate from results present-
ed in these papers was no higher than 0.5 
in all cases.

The distribution of fibres from PVA was 
analysed during the next step of our in-
vestigations (Figure 4). The interval of 
measurements was distributed by 50 nm, 
which is only one peak in this case, where 
a diameter of about 150 nm can be ob-
served. The histogram presented is simi-
lar to the log normal distribution at first 
sight, but as was mentioned previously, 

about 360 nm. The diameter distribution 
according to the data presented in Fig-
ure 2 can be compared with the normal 
distribution. A coefficient of skewness of  
|A| = 0.085 was found in this case. 
The coefficient |A| shows that the di-
ameter of nanofibres is distributed there 
by symmetrical normal distribution too, 
and it is also not necessary to calculate 
the compound distribution. The meas-
urements can be described as normal 
(Gaussian) distribution and the structure 
of the web along with the average value 
can be estimated by the coefficient of 
skewness. 

While analysing the literature [24], 
the following distribution where 
the shape of the diameter is very so-
phisticated and not similar to the nor-
mal distribution was found (Figure 3). 
This histogram has several peaks, and 
it is difficult to compare this histogram 
with well-known statistical distri butions. 
The first peak is around 230 - 240 nm, 
while the second is around 270 - 290 nm. 

in Figure 1 [23]. The histogram has 
only one peak, with an. average value of  
daverage = 88 nm and modal value of 
about 90 nm. It is not difficult to observe 
that the histogram of the fibre diameter is 
similar to a normal distribution. Howev-
er, it is not correct to evaluate the diame-
ter only from the shape of the histogram. 
Consequently the coefficient of skewness 
|A| = 0.099 was calculated. It can be said 
that the diameter of PSI nanofibres is 
distributed very symmetrically and their 
distribution can be described by normal 
(Gaussian) distribution. The coefficient 
of skewness along with the average value 
of the diameter can be used as a criterion 
for evaluation of the web structure.

The histogram presented in Figure 1 
can be compared with another histo-
gram from the literature (Figure 2) [18] 
which has also only one peak, and it can 
be noticed as well when the diameter of 
nanofibres is about 325 nm. This value 
is also the modal value of this distribu-
tion. The average diameter of fibres is 

Figure 1. Distribution of diameter from PSI nanofibres (results 
from source [23]).

Figure 2. Distribution of the diameter from a blend of PDLAA and 
PEO nanofibres (results from source [18]).

Figure 3. Diameter distribution of keratin/PEO nanofibres (results 
from source [24]). 

Figure 4. Diameter distributions of PVA nanofibres with compound 
distribution.
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the log normal distribution does not make 
theoretical sense. Hence it is possible to 
make the assumption that the diameter 
of nanofibres is distributed by a right-
skewed normal distribution. A coefficient 
of skewness of |A| = 1.10 was established 
for estimation, which means that it is 
impossible to compare this histogram 
with the normal (Gaussian) distribu-
tion. The following assumption that the 
diameter is distributed by a compound 
distribution consisting of several normal 
distributions can be made. The disper-
sion of values must be analysed more 
comprehensively in order to ensure the 
compound distribution. In such a case 
it is not enough to evaluate the structure 
of the web with the average diameter 
and coefficient of skewness. In previous 
works the diameter of PVA nanofibres 
was estimated exactly by the compound 
method [29, 33 - 35]. The interval of the 
diameter was distributed not by 50 nm, 
as in Figure 4, but by 10 nm (Figure 
5). Three obvious peaks were received 
when the interval of the diameter was 

divided by 10 nm. Figure 4 shows that 
the compound distribution corresponds 
to empirical values very well. The high 
accuracy of the method proposed con-
firmed the correlation of the empirical 
distribution with the compound curve 
[29, 33]. When the diameter of fibres has 
a compound distribution, the criterion 
presented in previous works (the modal 
value and percentage quantity of the first 
distribution) along with the average val-
ue can be used for estimation of the web 
structure.

The empirical histogram presented in 
Figure 4 is very similar to histogram 
with one obvious peak for PA6 nanofi-
bres (Figure 6). The web was manu-
factured by electrospinning from PA6 
solution of 15% concentration. Em-
pirical values were attributed by 10 nm. 
The distribution was analysed as a right-
skewed normal distribution. The co-
efficient of skewness showed that the 
values of measurements in this case are 
also distributed very asymmetrically  

|A| = 1.31. This distribution of values also 
cannot be described as a right-skewed 
normal distribution as the coefficient 
is very high. In order to make sure that 
the diameter of nanofibres is spread by 
another distribution, empirical measure-
ments were analysed by the same meth-
od as in a previous case (by compound 
method). The distribution was divided 
into several normal distributions, and it 
was noticed that empirical values are dis-
tributed by a compound distribution from 
three normal distributions. The curve of 
the compound distribution corre sponds 
to the empirical distribution very well 
(Figure 6). 

The similar distributions can be found 
very often in literature sources [25]. 
The distribution of cd-PVA nanofibres 
is presented in Figure 7. Unfortunately 
only 6 columns in this figure were pre-
sented by authors. The accuracy of cal-
culations would be higher if the results 
were presented in a higher number of 
columns, but authors of this paper did not 

Figure 5. Calculations of PVA compound distribution [29]. Figure 6. PA 6 nanofibre diameter distributed by compound distri-
bution.

Figure 7. Distribution of cd-PVA fibre diameter distributed by the 
compound method (results from source [25]).

Figure 8. Distribution of PU nanofibre diameter distributed by 
compound distribution (results from source [36].
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3. Ma PX, Zhang R J. Synthetic nano-scale 
fibrous extracellular matrix. Biomed Mat 
Res 1999; 46: 60–72.
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into nanofibers by electrostatic attrac-
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Society, 2003; 125, 24: 7146–7147.
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cosko CW, Bates FS. Melt blown na-
nofibers: fiber diameter distributions and 
onset of fiber breakup, Polymer 2007; 
48, 3306-3316.
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vestigation of Fibre Diameter Distribu-
tion in Non - Woven Textiles for Medi-
cal Applications in Melt-Blown Polyester 
Technology. Fibers and Textiles in East-
ern Europe 2008; 16, 3(68): 14-16.

7. Mazoochi T, Hamadanian M, Ahmadi M, 
Jabbari V. Investigation on the morpho-
logical characteristics of nanofiberous 
membrane as electrospun in the differ-
ent processing parameters. Internation-
al Journal of Industrial Chemistry, 2012; 
3, 2: 1-8.

8. Ioannis S, Chronakis. Novel nanocom-
posites and nanoceramics based on pol-
ymer nanofibers using electrospinning 
process—A review. Journal of Materials 
Processing Technology 2005; 167: 283-
293.

ated in practice. Using this method, it is 
possible to compare the results of various 
authors. 

n Conclusions
n The diameter of nanofibres is usually 

distributed differently, and the shape 
of the distributions can be described 
as a normal or compound one consist-
ing of several normal distributions.

n A normal (Gaussian) distribution can-
not be used for estimation of the web 
structure when the coefficient of skew-
ness is more than 0.5, and the disper-
sion of the diameter must be analyzed 
more comprehensively. The values 
of the diameter must be analysed by 
a compound distribution.

n The skewness of the distribution 
along with the average diameter of na-
nofibres can be used for estimation of 
the web structure when the diameter 
of nanofibres is distributed with a nor-
mal (Gaussian) distribution.
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