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Abstract
Key words: Abstract
This study analyses  tests influencing the selection of nonwovens for water absorbing geo-
composites. The task of the nonwoven is to capture  water infiltrating into the soil and to 
direct it to the superabsorbent located inside. The best results in the tests of water perme-
ability (88 mm/s) and water absorption (1116.85 g/m2) were obtained for  nonwoven of 
the lowest surface weight - 112.8 g/m2 and the largest average pore diameter - 206.5 μm. 
The lowest water absorption capacity (478.91 g/m2) and the smallest thickness changes 
under a load (19.3%) was noted in needle-punched nonwoven that had been subject to 
the calandering process. For one nonwoven, the presence of other significant fractions was 
noted, which proves that it is heterogeneous. For nonwovens applied in the unsaturated 
zone, not only water permeability should be taken into account, but also the size and  frac-
tion distribution of pores, in order to avoid breaking the continuity of capillaries. 

Key words: nonwovens, water absorbing geocomposites, water retention, erosion, water 
scarcity.

ties (pore sizes) are in contact with one 
another (e.g. a fine-grained soil overly-
ing a coarse-grained soil or geotextile) 
[18]. Capillary forces in a fine material 
hold moisture in the finer pores. The oc-
currence of the phenomenon depends on 
the pore sizes of the soil and of the non-
woven, as well as on the wetting proper-
ties of the latter – the hydrophobic and 
repelling properties of polypropylene and 
polyester are well known [15].

The aim of our study is to present a con-
cept of a new water absorbing geo-com-
posite and to discuss problems connected 
with the selection of a nonwoven as the 
essential element of such a geocomposite 
operating in unsaturated soil conditions.

 The idea of the water 
absorbing geocomposites and 
problems with the selection  
of nonwovens

A water absorbing geocomposite is a spa-
tial structure capturing water in the soil 
and retaining it inside in the form of 
a gel. It consists of a nonwoven that cap-
tures the water infiltrating into the soil 
and transports it inside the geocompos-
ite. This water is then absorbed by the 
superabsorbent. The skeleton structure 
enables the free swelling of the gel, pro-
viding the necessary space that allows 
for the absorption of water or its solu-
tions by the superabsorbent without be-

the type, amount and method of applica-
tion of efficient new-generation polymers 
in order to improve the physical proper-
ties of soil in an effective and economic 
way [9 - 13]. The structure of the geo-
composites presented herein refers to 
works on the improvement of the opera-
tional effectiveness of superabsorbents. 
This is a unique approach and as such it 
requires detailed analysis of the issue of 
water infiltration through nonwoven geo-
textiles in the unsaturated zone.

The problem of the hydraulic behaviour 
of unsaturated nonwoven geotextiles 
has been widely discussed in literature. 
Research proved that the unsaturated hy-
draulic conductivity of geotextiles was 
high when nearly saturated, but that it 
decreased rapidly as saturation fell [14]. 
Geotextiles are applied both to promote 
water flow and to prevent it [15]. Thus 
it is important to prevent the creation of 
a capillary barrier by geotextiles when 
applied in geocomposites and eventually 
to prevent the capillary break phenom-
enon described in literature [15 - 18], 
which retards drainage. This can lead to 
disturbances in the progress of wetting 
front in soil and the consequent redistri-
bution of the water content profile caused 
by the presence of geotextiles [16].
 
In unsaturated conditions, a capillary 
break can form when two porous mate-
rials with differing hydraulic conductivi-
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n Introduction
Supporting plant vegetation with water 
absorbing geocomposites in agriculture 
provides an opportunity to limit crop 
losses and allows to reduce the amount 
of fertilisers used, also enabling to save 
large amounts of water used for irrigation 
[1]. As far as engineering applications 
are concerned, geocomposites contrib-
ute to an improvement in the condition 
of biotechnological reinforcements and 
to the increased resistance of earth struc-
tures to water erosion. High changeabil-
ity of the weather and large fluctuations 
in the values of meteorological elements 
(e.g. precipitation), widely discussed in 
literature on the subject [2 - 8], cause 
losses in infrastructure and agriculture, 
both resulting from the deficit and excess 
of water. 
In practice, a series of solutions support-
ing water retention in soil are applied: 
organic and mineral soil conditioners, 
as well as a wide range of polymers (su-
perabsorbents). Currently new research 
is being carried out on the selection of 
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ing affected by the stress resulting from 
the load of soil above it. This space ena-
bles to fully benefit from the properties 
of superabsorbents. Superabsorbents are 
usually applied in agriculture in a loose 
form and are directly mixed with soil. 
Unfortunately due to the load caused 
by the soil deposited above them. they 
cannot absorb water freely, which leads 
to a significant decrease in their capac-
ity. At the same time, if they are placed 
in the superficial layer of soil, where 
the load is small, after swelling they may 
be transported to the surface of the soil. 
On a slope the direct method of applica-
tion can cause stability problems because 
strength parameters of soil are negatively 
influenced by the presence of the SAP in 
the pores between grains [19]. 

After the absorption, the water retained 
inside the gel is available for plants, 
which can freely grow through the non-
woven and collect the water from the su-
perabsorbent due to the suction forces of 
roots. The process of retaining and col-
lecting water can occur repeatedly. 

A skeleton structure from natural or 
synthetic material can be formed from 
a mesh, geogrid, perforated tapes, spatial 
drainage mats, woven fibres and wires. 
A natural material can be willow shoots 
or hemp, or coconut fibre, and the syn-
thetic material can be, for example, poly-
ethylene. 

The sheath may consist of a nonwoven 
or fabric made from synthetic or natural 
material. The materials most commonly 
used in the construction of geocompos-
ites are polypropylene or polyester non-
wovens of a basic weight not exceeding 
350 g/m2, produced from section fibres 
by mechanical needle-punching (or with 
the use of the spun-bonded technique). 
As a result of needle punching, steel nee-
dles with cuts pull the fibres perpendicu-
larly to the surface of the fleece, creating 
a spatial arrangement of fibres and inter-
locking (intertwining) them. As a result, 
a three dimensional structure character-
ised by specific mechanical and hydraulic 
properties emerges. The most important 
factors influencing the resulting prop-
erties of geotextiles are the following: 
the geometric dimensions of the fibres 
applied (also called the morphological 
structure of the fibre – such as the type of 
raw material used, the length and width 
of the fibre, the expansion of the surface 
and cross-section) and the parameters of 
the needle punching process, including 

the number of punches per 1 cm2 of sur-
face and the depth of punching. Sample 
solutions for the construction of water 
absorbing geocomposites are shown in 
Figures 1 and 2.

The absorbing material is a superab-
sorbent (hydrogel), or another material 
characterised by similar properties, that 
has the capacity to retain water and its 
solutions [20]. 

Geocomposites, depending on their form 
and size, are designed for ornamental 
potted plants, trees and shrubs in hor-
ticulture, orchardry, forestry, in urban 
green areas, for plants adjacent to sound-
proof screens and in specialised applica-
tions, e.g. in the construction of green 
walls, green roofs, for Bonsai trees and 
orchids. They are used in environmen-
tal engineering to support the vegetation 
of turf as an anti-erosion protection for 
road and motorway slopes, flood em-
bankments, slopes of landfills and to sup-
port plant vegetation in the recultivation 
of degraded areas. Geocomposites are 
available in a wide selection of sizes and 
shapes: small mats (5 cm long, 3 cm wide 
and 0.5 cm thick) for Bonsai trees, cylin-
ders of a diameter and height of 5 cm and 
higher for potted plants, linear geocom-
posites up to 1 m long and 5 - 15 cm wide 
and thick for trees and vines, and 2 - 4 cm 

thick mats for engineering applications. 
A new geosynthetic has been developed 
at Wrocław University of Environmental 
and Life Sciences [21].

Initial research on the efficiency of cap-
turing water by geocomposites in soil 
profiles in a standard laboratory and field 
conditions showed that when different 
types of nonwovens of similar hydrau-
lic properties were used to create the 
geocomposites, significant differences 
were obtained in the transmission of the 
infiltrating water into the superabsorbent 
inside the geocomposite, and in some 
cases, only for certain nonwovens, there 
was a total lack of water transmission, 
in spite of intense spray irrigation. Such 
a difference was observed for the N1 
nonwoven analysed for the purposes of 
this study, characterised by the highest 
pore size distribution and water perme-
ability of the 5 materials tested. Differ-
ences were noticeable for fine-grained 
soils. For sands no water flow problems 
were detected. The authors concluded 
that the problems resulted from the inter-
rupted permanence of the capillary above 
the geocomposite; water flowed around 
the geocomposite through those capil-
laries that were not broken. Analysis of 
the literature proved the occurrence of 
problems characteristic for unsaturated 
conditions. For a nonwoven operating 
as a geocomposite sheath in unsaturated 

Figure 1. Variant of point geocomposite (photo: J. Dąbrowska).

Figure 2. Variant of geocomposite in the form of a spatial mat. 
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the following parameters: mass per unit 
area (PN-EN ISO 9864:2007), thickness 
(PN-EN ISO 9863-1:2007), and ten-
sile strength (PN-EN ISO 10319:2010). 
The hydraulic properties were character-
ised by the water permeability (PN-EN 
ISO 11058:2011), water absorption (PN-
P-04734:1972) and pore size distribution 
[25 - 29]. 

Moreover in order to determine the size 
and fraction distribution of pores, meas-
urements were taken with the use of 
a PMI capillary porometer (Porous Ma-
terials, Inc. USA). A capillary porometer 
determines the porosity of nonwovens by 
means of measuring the size of the larg-
est pores, the mean size of pores and the 
curve characterising the share of frac-
tions of pores of a specific size range. 
The determination of these three prop-
erties of porosity allows for sufficiently 
accurate characteristics of the nonwoven 
structure in the aspect of filtration mate-
rial properties [30, 31].

Four needle punched nonwovens made 
from hydrophobic materials (PET, PP) 
and one needle-punched nonwoven 
that had been subjected to calandering 
(PET), with a surface weight lower than  
350 g/m2 and declared high water per-
meability were selected for the tests. 
The fibre diameter in all nonwovens 
tested falls into the range from 18 to 22 
μm. The scope of load selected for test 
purposes takes into account the applica-
tion of geocomposites under a loaded and 
non-loaded layer of soil.

The Kruskal-Wallis non-parametric test 
was used for thickness-under-load data 
to investigate possible differences in re-
sults at the α = 0.05 level of significance. 
Statistical analyses were conducted with 
the use of the software package Statistica 
v. 10.

should transmit it vertically downwards. 
The hydraulic properties of nonwovens 
in the design standards and methods of 
testing geotextiles applied are determined 
based on the assumption of saturated 
conditions [24], while those properties 
are different in unsaturated conditions.

n Research methodologies
Physical and mechanical properties of 
the nonwovens were characterised by 

conditions, the main factors are good wa-
ter permeability and the ability to prevent 
capillary break phenomena. Clogging is 
a much less significant threat in the un-
saturated zone [22, 23]

Water absorbing geocomposites oper-
ate in the unsaturated (unsaturated) 
zone above the ground water surface 
(Figure 3). During usage, the covering 
nonwoven is subject to numerous cycles 
of drying and soaking. As its task is to 
capture water infiltrating into the soil, it 

Table 1. Physical parameters of nonwovens tested; S – Sample standard deviation, V- coef-
ficient of variation.

Needle- punched 
nonwovens

Statistical 
parameters

100% PET 100% PET 100% PP 100% PET
+calandering

More than 
95% PET

N1 N2 N3 N4 N5

Mass per unit area, 
g/m2

x 112.80 215.60 179.60 197.20 138.00
S 5.60 2.33 10.23 4.12 7.04

V [%] 4.96 1.08 5.70 2.09 5.10

Thickness under load 
of 2 kPa, mm

x 1.43 1.63 2.53 1.14 1.85
S 0.09 0.05 0.09 0.08 0.04

V [%] 6.12 2.99 3.64 7.21 2.26

Thickness under load 
of 20 kPa, mm

x 0.82 1.14 1.61 0.96 0.92
S 0.07 0.03 0.07 0.05 0.04

V [%] 9.09 2.65 4.57 4.91 4.32

Thickness under load 
of 200 kPa, mm

x 0.61 0.84 1.06 0.92 0.75
S 0.05 0.03 0.03 0.02 0.02

V [%] 8.15 3.32 2.89 2.38 2.86

Figure 3. Geocomposite element applied to soil.
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n Results and discussion
Needle-punched nonwovens N1 and 
N5 have a surface weight lower than  
150 g/m2, while the highest surface 
weight, 215.60 g/m2 , was noted in poly-
ester needle-punched nonwoven N2 (Ta-
ble 1).

Tests of the influence of a load on the 
thickness of the nonwovens analysed at 
a defined load (Figure 4) demonstrated 
that at an initial load of 2 kPa the high-
est thickness of 2.53 mm was noted in 
the needle-punched nonwoven made 
of 100% from PP fibres (N3), and the 
lowest thickness in needle-punched 
non-woven from 100% PET that had 
been subjected to the calandering pro-
cess (N4), where the parameter value 
analysed was 1.14 mm. One can easily 
notice that the differences in nonwoven 
thickness start to blur with an increase in 
the load. At a load of 200 kPa the high-
est, similar reduction in thickness in 
comparison to initial values, regardless 
of the surface mass and composition, 
was noted for samples N1 (57.3%), N3 
(58.1%) and N5 (59.5 %). As a result of 
the calandering of needle-punched non-
woven 100% PET (N4), the reduction 
in thickness caused by an increased load 
is only 19.3%. The test results obtained 
were subject to statistical analysis with 
the use of the Kruskal-Wallis test, which 
proved that the changes in thickness of 
all nonwovens under a load were statisti-
cally significant. For α = 0.05, a p-value 
in the range 0.006 - 0.002 was obtained. 

Analysis of thickness changes under 
the influence of a load is very important 
as nonwoven acting as filtration mate-
rial is installed and covered with soil. 
An increased load causes a reduction in 
the thickness of the fabric and an increase 
in its apparent density, which may have 
a negative influence on the value of water 
permeability normal to the plane. 

Analysis of the nonwoven porosity re-
sults under loads of 2, 20 and 200 kPa 
(Figure 5) demonstrates that with an 
increase in the load the porosity of 
the fabrics becomes similar, regardless 
of the surface mass and initial thickness, 
falling into the range from 85.05% (N4) 
to 86.73% (N5). It should be noted here 
that the porosity is closely connected with 
the fibre packing density in the given vol-
ume of nonwoven, which is essential for 
evaluation of the hydraulic properties of 
the material. 

Results of the determination of water 
absorption of the nonwovens analysed 
(Table 2) are also interesting. For nee-
dle-punched nonwovens of the low-
est surface weight: N1 (100% PET) 
and N5 (over 95% PET) water absorp-
tion exceeds 1000 g/m2 and amounts 
to 1116.85 g/m2 and 1314.09 g/m2, re-
spectively. An almost twofold increase 
in the surface weight of the nonwoven 
(N2) led to a 50% reduction in water 
absorption (637.66 g/m2). The lowest 
water absorption capacity was noted in 
needle-punched nonwoven that had been 
subjected to the calandering process 
(478.91 g/m2). Water absorption convert-
ed into g/g (gram of water per gram of 
the sample) was as follows: 9.90 for N1, 
2.96 for N2, 5.16 for N3, 2.43 for N4 and 
9.52 for N5. Here the highest values were 
also noted for N1 and N5 nonwovens.

The best results in the tests of water per-
meability normal to the plane without 
a load were obtained for the nonwoven of 
the lowest surface weight N1, the worst 
in N2 and N4; for the N4 that had been 
subjected to calandering (Figure 6). 

The appropriate size of pores in the non-
woven has a significant influence 
on the efficiency of geocomposites. 
The nonwoven sheath should be charac-
terised by high water permeability and 
at the same time resistance to capillary 
break phenomena.

Both Table 3 and diagrams of pore frac-
tion distribution shown in Figure 7 
demonstrate that in the case of needle-
punched nonwoven N1 100% PET 
the main fraction of pores of the mean 
substitute diameter falls into a very nar-
row range from 201.7 μm to 212.8 μm. 

Table 2. Hydraulic parameters of nonwovens tested; S – Sample standard deviation, V- co-
efficient of variation.

Needle- punched 
nonwovens

Statistical 
parameters

100% PET 100% PET 100% PP 100% PET
+calandering

More than 
95% PET

N1 N2 N3 N4 N5
Water permeability 

characteristics normal 
to the plane. without 

load, mm/s

x 88.0 71.80 76.10 74.0 79.0
S 3.60 5.30 4.20 3.00 7.0

V, % 4.10 7.71 5.52 4.34 8.59

Water absorption, 
g/m2

x 1116.85 637.66 926.92 478.91 1314.09
S 52.4 26.51 74.32 37.22 100.3

V, % 4.69 4.16 8.02 7.77 7.63

Porosity under load of 
2 kPa, %

x 94.28 90.43 92.44 87.42 94.58
S 0.34 0.29 0.28 0.90 0.12

V, % 0.36 0.32 0.30 1.03 0.13

Porosity under load of 
20 kPa, %

x 89.95 86.24 88.12 85.05 89.09
S 0.93 0.37 0.54 0.74 0.50

V, % 1.03 0.42 0.61 0.87 0.56

Porosity under load of 
200 kPa, %

x 86.47 81.47 81.93 84.46 86.73
S 1.10 0.61 0.53 0.37 0.38

V, % 1.27 0.75 0.64 0.44 0.44
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FIBRES & TEXTILES in Eastern Europe  2016, Vol. 24,  3(117)114

of water used in plant cultivation and 
the high efficiency of geocomposite in 
water saving in sandy and clayey soils 
are discussed in the study by Lejcuś at 
al. [1]. The findings include, among oth-
ers, the beneficial influence of geocom-
posites on the increase in the grass root 
volume by 130%, the root length by up to 
29%, the mass of the overground parts of 
plants by 83%, an the shearing strength 
of the layer of soil overgrown by roots 
by 20% for grass and by 66% for shrubs 
[33]. Geocomposites also have a posi-
tive influence on vegetative growth and 
the flowering of ornamental plants [34]. 

The selection of nonwovens for geocom-
posites, also in other cases of applica-
tions in the unsaturated zone, e.g. landfill 
covers, agricultural applications, should 
take into consideration the fact that the 
hydraulic properties of geosynthetics in 
the unsaturated zone are different from 
those in the saturated zone. In order to 
avoid a capillary break, experimental 
tests should be used. The selection of an 
inappropriate geotextile in landfill covers 
may result in a failure – water retained in 
the soil profile constitutes an additional 
load that affects the stability of the slopes 
[35]. New geotextiles are being created 

tribution and degree of compaction. Due 
to the difficulties in determining the di-
ameter of capillaries in the soil, the best 
method of testing the selection of a non-
woven for a specific type of soil proved 
to be the experimental method – in soil 
profiles or filtration columns. Further re-
search is required in order to determine 
the specific correlations between the val-
ues characterising the pore sizes in soil 
and geotextiles and the occurrence of the 
capillary break phenomenon.

Analyses of the effectiveness of water 
absorbing geocomposites were conduct-
ed for various types of soils and horticul-
tural substrates on a laboratory scale and 
in the field, with the use of nonwovens 
of optimum parameters selected follow-
ing the results of studies presented here-
in. The possibility to limit the amount 

The bubble point [32] in the nonwoven 
analysed equals 252.3 μm. 

Apore fraction distribution test results 
for nonwovens N2 (100% PET) and N4 
(100% PET + calandering) enables to 
notice a shift in the main pore fraction 
towards lower sizes of 58.2 - 63.4 µm. 
These samples do not have other signifi-
cant pore fractions.

In the context of the literature analysis 
conducted, this explains the differences 
in their effectiveness in the unsaturated 
zone. The selection of geotextiles to be 
applied in the unsaturated zone should 
be based both on the size and homogene-
ity of the nonwoven pores and the soil. 
The diameter of capillaries in the soil 
where the nonwoven is to be applied is 
influenced mainly by the grain size dis-

Table 3. Fraction distribution of pores in the nonwoven. 

Needle- punched 
nonwovens Sample Bubble point, 

μm
Pore size distri-

bution, μm
Average dia-

meter, μm
Other significant 

fractions, μm
100% PET N1 252.3 201.7 – 212.8 206.5

–
100% PET N2 735.1 45.5 – 61.3   58.2
100% PP N3 321.8 99.1 – 106.9 103.9

100% PET 
+calandering N4 288.5 60.5 – 66.4   63.4

more than 95% PET N5 357.9 178.5 – 211.4 196.6 47.9
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