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Introduction
The main end-use areas for highloft 
products are [1] furniture, bedspreads, 
comforters/quilts, mattress pads, pillows, 
sleeping bags, apparel insulation pads, 
filtration, crafts, home sewing, toys, 
decorations, roofing and building insula-
tions, healthcare, geotextiles, cleaning & 
polishing materials inter alia.

In the automotive industry, parts of car 
interiors are produced by moulding 
highlofts which contain thermoplastic 
adhesives. Significant effort has been 
devoted to developing a fibrous replace-
ment for polyurethane foam in car seats. 
Polyurethane foam has some problems 
such as difficulties in handling chemicals 
used during its manufacture, non-recy-
clability, poor hygienic properties due to 
low hygroscopicity & air permeability, 
as well as discharge of toxic gases when 
burning. On the other hand, the use of 
textiles as substitutes for polyurethane 
foam has been limited by their incompat-
ibilities with respect to some properties 
such as elasticity and compressional re-
covery after loading, whether at low or at 
high temperature.

In effort to improve the compressional 
characteristics of highlofts, both new 
structures of textile materials and new 
special base and bonding fibres were 
developed. Voluminous fibre materials 
made of fibres situated upright towards 
the plane of the fabric [1] can serve as an 
example. The principle of their produc-
tion is shown in Figure 1. A carded web 
containing base and bonding fibres is 
formed by using the perpendicular lap-
per into a voluminous fibre layer. The 
material is reinforced in a thermobond-
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ing through-air oven. The considerably 
improved properties of perpendicular-
laid highlofts have been described in a 
number of papers [2-4]. The new special 
fibres from the Teijin firm [5] are another 
example of an effort to improve the prop-
erties of fibrous highlofts.

It is the aim of this paper to study the 
properties of highloft materials produced 
■ by perpendicular - vs. cross-layering, 

and 
■ of conventional fibres vs. the new spe-

cial Teijin fibres. 
The authors believe that the positive con-
tributions to properties obtained by both 
perpendicular layering and by the use of 
new fibres would combine.

Experimental
Two series of voluminous fabrics (cross-
laid thermobonded and perpendicu-
lar-laid thermobonded) of fibre blends 
containing 70% matrix fibres and 30% 
bonding fibres were produced. 

The basic properties of the fabrics ob-
tained were as follows: 
■ Area density: 30-32 kg/m2 
■ Area weight: 800-1100 g/m2 
■ Thickness: 26.5-35 mm.

Polyurethane foam with the following 
properties was used in our experiments 
as comparative material:
■ Density: 30 kg/m2 
■ Area weight: 1000 g/m2 
■ Thickness: 33 mm. 

The highloft fabrics were produced of the 
following staple fibres: 
Matrix fibres: 
1. PET 13 dtex, 64 mm, hollow, Teijin 

denoted as JAP, 
2. PET 6.7 dtex, 65 mm, conventional 

denoted as PES. 
New bonding fibres: 
1. PET 6.6dtex, 51 mm, Low melting 

point, Teijin denoted as P
2. PET 6.6dtex, 51 mm, High melting 

point, Teijin denoted as V 
3. Conventional bico PET/coPES 5.3 

dtex, 55 mm denoted as W. 

The bonding fibres differ in the bonding 
temperatures recommended by produc-
ers. The characteristics of the fabrics 
prepared are presented in Table 1. 

Testing methods 
Three tests have been carried out using 
the fabrics prepared. The following prop-
erties were measured: 

Figure 1. Vibrating perpendicular lapper: 
1 - carded web, 2 - forming comb, 3 - 
conveyor belt of thermobonding chamber, 4 
- perpendicular laid fibre layer, 5 - presser 
bar, 6 - wire grid, 7 - hold-back roller, 8 - 
cover of thermobonding chamber.
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A. Compressional rigidity (see step 1).  
B. Softening value of materials due to 
repeated loading (see steps 1 to 4).  
C. Elastic recovery after heat and com-
pression. 

The way in which the A and B tests were 
carried out, and the advantages which 
could be achieved by such a procedure, 
have been described in [6] in more detail. 
The tests mentioned above were carried 
out in the steps described below. 

Step 1: The compression curves were 
measured using a dynamometer within 
the load limit of 0-50 kPa. Two layers 
of the samples of dimensions 0.1×0.1 
m were submitted to repeated loading at 

the velocity of 1 mm/s. The curve of the 
fourth compression cycle was recorded 
to avoid errors connected with initial 
conditions. The curves are shown in Fig-
ures 2, 4 and 6.

Step 2: The samples tested in step 1 
were submitted to repeated loading in 
25,000 loading cycles. In every cycle, 
the materials were compressed by 75% 
of their original thickness (up to 25% of 
original thickness). Frequency of load-
ing: 200/min.

Step 3: The same samples (after having 
been submitted to repeated loading in 
step 2) were tested on a dynamometer us-

ing the same process as in step 1. Again, 
relative thickness as a function of load 
was recorded in the fourth loading cycle. 
For the calculation of relative thickness, 
the original thickness of the sample (be-
fore loading in the steps 1 and 2) was 
taken as 100%. The curves are shown in 
Figures 2, 5 and 7.

Step 4: The corresponding compressional 
curves measured before and after repeated 
loading in step 2 were compared, and the 
‘softening value’ of materials in repeated 
loading was calculated as follows:
Softening value: 

(SV) = T’rel / Trel . 100%

where 
Trel  = T(s) / T0 . 100% 

T’rel  = T’(s) / T0 . 100%  
Trel   -   relative thickness on the com-

pressional curve in step 1,  
T’rel  -   relative thickness of materials in 

step 3, 
T0   -   original thickness of the samples 

before loading in step 1. 

The values of the softening value as a 
function of load are shown in Figures 
8 and 9. The comparison of cross-laid 
and perpendicular laid fabrics is shown 
in Figures 10 (a - e). In each figure, the 

Table 1. The characteristics of the fabrics prepared. Note: The PES matrix fibre was not 
processed together with the V bonding fibre, as the PES fibre was damaged (having shrunk) 
due to the high bonding temperature.

No Materials Layering Bonding 
temperature, °C Denoted asMatrix fibres Bonding fibres 

1 JAP V cross 210 JAP-V C
2 JAP P cross 190 JAP-P C
3 PES P cross 190 PES-P C
4 JAP W cross 170 JAP-W C
5 PES W cross 170 PES-W C
6 JAP V perpendicular 210 JAP-V P
7 JAP P perpendicular 190 JAP-P C
8 PES P perpendicular 190 PES-P P
9 JAP W perpendicular 170 PES-W P

10 PES W perpendicular 170 PES-W P
Polyurethane foam PUR

Figure 4. Load vs. thickness curves of perpendicular laid materials 
and foam before repeated loading. 

Figure 5. Load vs. thickness curves of perpendicular laid materials 
and foam after repeated loading. 
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Figure 2. Load vs. thickness curves of material before and after 
repeated loading. 

Figure 3. Softening of material due to repeated loading. 
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compression curves of both cross-laid 
and perpendicular-laid materials before 
and after repeated loading are presented. 
The elastic recovery after heat and com-
pression was carried out according to the 
DIN 53272 German standard. The sam-
ples were compressed between two metal 
plates to 50% of their original thickness 
and placed in a chamber at 70°C for 22 
hours. Then the samples were released 
from the plates and allowed to recover at 
laboratory temperature for 24 hours. The 
elastic recovery ER was calculated from 
the original and final thickness as: 

ER = t2 / t0 . 100%

where t2 and t0 is thickness of material 
after and before the described procedure. 
The results are shown in Table 2. 

Test Results 
The thickness vs. load curves (Figures 
4-7) show that the JAP matrix fibres and 
both V and P bonding fibres are very well 
suited to increase compressional resist-
ance and elastic recovery after repeated 
loading of the voluminous fabrics. The 
properties are significantly better than 
those of fabrics made of the JAP-W, 
PES-P and PES-W blends, no matter 
whether cross-laid or perpendicular-laid 

fabrics are produced. The softening val-
ues of textiles made of JAP and V or P 
fibres show medium level; nevertheless 
their compressional rigidity after re-
peated loading is still the best.

When comparing cross-laid and perpen-
dicular-laid fabrics made of various fibre 
blends (Figures 10 a – e), perpendicular-
laid materials show significantly higher 
compressional rigidity than cross-laid 
ones. In most the cases, the compres-
sional rigidity of perpendicular-laid fab-
rics after repeated loading is higher than 
that of cross-laid fabrics before repeated 
loading. The material made of the PES-W 
blend is the exception.

Generally, the softening value of perpen-
dicular-laid textiles is lower than that of 
the cross-laid ones. This can be explained 
by the lower tensile properties of the per-
pendicular-laid fabrics which are more 
damaged during repeated loading. The 
strength of perpendicular laid fabrics 
is often improved when using a light 
reinforcing backing combined with the 
fabrics during production process.

The materials made of JAP-P and JAP-
V blends also show excellent elastic 
recovery after the hot-pressing process 
(Table 2). Perpendicular-laid textiles 

show higher values of elastic recovery 
(0 to 10 per cent in specific cases) than 
cross-laid ones.

Conclusions 
The results of the experiments carried 
out lead to the conclusion that all the 
measured properties of the fabrics exam-
ined are better when compared with the 
remaining variants, when 
■  JAP matrix fibres are used in blends 

with bonding fibres of the V or P 
type, and 

■  the fabrics with perpendicular-laid 
structures are produced. 

Especially good results can be achieved 
if JAP and V & P fibres are processed into 
perpendicular-laid fabrics.

Use of the combination of Teijin special 
fibres with the STRUTO technology 
will bring a significant step forward in 
the development of highloft textiles. 
The fabrics show improved elastic fab-
ric recovery after repeated loading and 
heating. In this respect, they are closer to 
the properties of foam than conventional 
fibrous highlofts. 
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Figure 6. Load vs. thickness curves of cross-laid materials and foam 
before repeated loading.

Figure 7. Load vs. thickness curves of cross-laid materials and foam 
after repeated loading. 
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Figure 8. Softening of perpendicular laid materials and foam due 
to repeated loading. 

Figure 9. Softening of cross-laid materials and foam due to repeated 
loading. 



FIBRES & TEXTILES in Eastern Europe   July / September 2003, Vol. 11, No.  3 (42)82 83FIBRES & TEXTILES in Eastern Europe     July / September 2003, Vol. 11, No.  3 (42)

References 
1.    Krcma, R., Jirsak, O., Hanus, J., Saun-

ders, T.: What‘s New In Highloft Produc-
tion? Nonwovens Industry 28 (1997), 10, 
pp. 74-78. 

2.    Krcma, R., Jirsak, O.: Chemiefasern 
and Textilindustrie 40/92 (1990), pp. 
272-273. 

3.    Krcma, R., Jirsak, O.: Perpendicular Laid 
Bulky Nonwovens. In: 75th World Con-
ference of the Textile Institute, Atlanta 
1994. 

4.    Jirsak, O., Hanus, J., Lukas, D.: Compar-
ative Study of Perpendicular Laid Highloft 
Fabrics. In: INDA-TEC’96, Washington-
Crystal City 1996. 

5.    Takahashi, N.: PET Fibres As a Replace-
ment for Foam. Nonwovens Industrial 
Textiles 47 (2001), 1, pp. 44-45. 

6.    Jirsak, O., Burian, T., Sanetrnik, F.: Effect 
of Repeated Loading on Compressional 
Rigidity of Highloft Fabrics. Fibres and 
Textiles in Eastern Europe, to be pub-
lished. 

Table 2. Elastic recovery of materials after 50% compression 22 hours 70°C (V  - 210°C, 
P - 190°C, W - Wellbond, t - average values of 4 measurements, % - average values of 2 
samples, t0 - original thickness of sample, t1 - thickness after heat pressing 22 hours, t2 - 
thickness after 46 hours recovery). 

Denotation t0, mm t1, mm
(22 hours) t1, % of t0

t2, mm
(46 hours) t2, % of t0

PUR
29.4 28.2

95.92
28.3

96.2529.3 28.0 28.1

JAP-V C
30.75 21.125

65.95
22.375

70.60
33.25 21.0 22.75

JAP-P C
31.75 19.0

58.60
20.5

61.95
33.75 19.375 20.0

JAP-W C
32.75 18.625

56.25
19.875

59.30
31.5 17.5 18.25

PES-P C
23.75 15.5

64.65
17.0

71.20
26.5 17.75 18.75

PES-W C
28.75 15.125

51.95
16.5

55.60
29.75 15.25 16.0

JAP-V P
29.0 19.875

67.60
20.75

73.30
28.5 19.0 20.25

JAP-P P
29.0 20.875

71.37
21.75

71.45
29.5 20.875 20.05

JAP-W P
31.5 18.32

58.15
18.75

60.12
32.25 18.75 19.40

PES-P P
34.75 25.750

72.75
27.25

77.05
35.0 25.0 26.5

PES-W P 30.75 16.5 52.75 17.5 55.75
31.125 16.125 17.0
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Figure 10. Load vs. thickness curves; a - materials 1 and 6,         
b - materials 3 and 8, c - materials 2 and 7, d - materials 4 and 9, 
e - materials 5 and 10.
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